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(57) ABSTRACT

A method includes (1) a thermal diffusion process for using
an alkali metal salt raw material having an average particle
size of 1 mm or less in diameter, supplying a vapor of the
alkali metal salt produced by heating the alkali metal salt raw
material together with a carrier gas to the inside of a silica-
based glass pipe from one end side of the glass pipe, and
heating the glass pipe using a heat source which relatively
moves in a longitudinal direction of the glass pipe to cause an
oxidation reaction of an alkali metal and thermally diffuse the
alkali metal into an inner side of the glass pipe, (2) a collaps-
ing process for collapsing the glass pipe after the thermal
diffusion process to prepare a core rod; and (3) a cladding
portion addition process for adding a cladding portion around
the core rod prepared in the collapsing process.

8 Claims, 5 Drawing Sheets
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1
OPTICAL FIBER PREFORM
MANUFACTURING METHOD, OPTICAL
FIBER PREFORM, AND OPTICAL FIBER

TECHNICAL FIELD

The present invention relates to a method of manufacturing
an optical fiber preform, an optical fiber preform, and an
optical fiber.

BACKGROUND ART

An optical fiber including silica based glass containing an
alkali metal element doped in a core area is known (see Patent
Literatures 1 to 9). When the alkali metal element is doped in
a core portion of an optical fiber preform, viscosity of the core
portion can be reduced when the optical fiber preform is
drawn into an optical fiber, and relaxation of a network struc-
ture of the silica glass progresses. Thus, transmission loss of
the optical fiber may be reduced.

A diffusion method is known as a method of doping the
alkali metal element into a silica glass (e.g., see Patent Lit-
eratures 1 and 2). In the diffusion method, the alkali metal
element is diffusively doped to an inner surface of'a glass pipe
by heating the glass pipe using an external heat source or
producing plasma inside the glass pipe while introducing a
raw material vapor such as the alkali metal element or an
alkali metal salt, which is a raw material, into the glass pipe.

After the alkali metal element is doped to the vicinity of the
inner surface of the glass pipe in this way, this glass pipe is
heated so that its diameter is reduced. After the reduction of
the diameter, a certain thickness of the inner surface of the
glass pipe is etched for the purpose of removing a transition
metal element or the like (e.g., Ni or Fe) contaminated at the
same time as the doping of the alkali metal element. After
etching, a core rod containing an alkali metal element is
manufactured by heating and collapsing the glass pipe. A
cladding portion is synthesized onto an outer side of the core
rod containing the alkali metal element to manufacture an
optical fiber preform. Also, an optical fiber can be manufac-
tured by drawing this optical fiber preform.

CITATION LIST
Patent Literature

[Patent Literature 1] Japanese Unexamined Patent Applica-
tion Publication (Translation of PCT Application) No.
2005-537210

[Patent Literature 2] US Patent Application Publication No.
2006/0130530

[Patent Literature 3] Japanese Unexamined Patent Applica-
tion Publication (Translation of PCT Application) No.
2007-504080

[Patent Literature 4] Japanese Unexamined Patent Applica-
tion Publication (Translation of PCT Application) No.
2008-536190

[Patent Literature 5] Japanese Unexamined Patent Applica-
tion Publication (Translation of PCT Application) No.
2010-501894

[Patent Literature 6] Japanese Unexamined Patent Applica-
tion Publication (Translation of PCT Application) No.
2009-541796

[Patent Literature 7] Japanese Unexamined Patent Applica-
tion Publication (Translation of PCT Application) No.
2010-526749

[Patent Literature 8] International Publication No. 98/002389

[Patent Literature 9] U.S. Pat. No. 5,146,534
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2
SUMMARY OF INVENTION

Technical Problem

A diffusion coefficient of an alkali metal element in a
silica-based glass is greater by one digit or more than a dif-
fusion coefficient of a transition metal element such as Ni or
Fe. Inother words, an alkali metal element diffuses faster than
a transition metal element. Therefore, regardless of etching a
glass surface to a thickness to remove the transition metal
element in the above etching process, the alkali metal element
doped in the silica glass can remain. However, since the
diftusion coefficient of the alkali metal element and the dif-
fusion coefficient of an OH group in the silica-based glass are
at the same level, it is difficult to completely remove the OH
group while leaving the alkali metal element when the OH
group is added at the same time in a process of diffusing the
alkali metal element.

Further, the alkali metal salt raw material is highly hygro-
scopic and often contains much adsorbed water or may con-
tain hydration water. In Patent Literature 1, KBr as the alkali
metal salt raw material is heated at a temperature of 1000° C.,
melted, and dewatered. However, there is a problem in that a
large amount of the raw material is consumed in concurrence
with dewatering since a vapor pressure of KBr at a tempera-
ture of 1000° C. is as high as 3 kPa. In addition, there is a
possibility of the alkali metal element and water reacting to
form an alkali hydroxide when the alkali metal salt raw mate-
rial is melted. Further, there is a possibility of the silica glass
and the water reacting to form a Si—OH group when the
temperature is 550° C. or more.

There is a problem in that the optical fiber having the alkali
metal element doped in the core in this way may contain
relatively many OH groups, and that a transmission loss in a
wavelength range of 1.38 um may increase.

The present invention has been made to solve the afore-
mentioned problems and an object of the present invention is
to provide a method capable of manufacturing an optical fiber
preform suitable for drawing an optical fiber containing an
alkali metal element and having low transmission loss in a
wavelength range of 1.38 pm.

Solution to Problem

A method of manufacturing an optical fiber preform
according to one aspect of the present invention includes: (1)
athermal diffusion process including supplying a vapor of the
alkali metal salt produced by heating the alkali metal salt raw
material having an average particle size of 1 mm or less in
diameter together with a carrier gas to the inside of a silica-
based glass pipe from one end side of the glass pipe, and
heating the glass pipe using a heat source which relatively
moves in a longitudinal direction of the glass pipe to cause an
oxidation reaction of an alkali metal and thermally diffuse the
alkali metal into an inner side of the glass pipe; (2) a collaps-
ing process for collapsing the glass pipe after the thermal
diffusion process to prepare a core rod; and (3) a cladding
portion addition process for adding a cladding portion around
the core rod prepared in the collapsing process.

The method of manufacturing an optical fiber preform
according to the aspect of the present invention may include
a drying process for heating the alkali metal salt raw material
atatemperature of 270° C. or more to dry the alkali metal salt
raw material before the thermal diffusion process. In the
drying process, the alkali metal salt raw material may be
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heated at a temperature less than a melting point of the alkali
metal salt raw material to dry the alkali metal salt raw mate-
rial. The drying process may include a first drying process for
heating the alkali metal salt raw material at a temperature less
than a melting point of the alkali metal salt raw material to dry
the alkali metal salt raw material; and a second drying process
for heating the alkali metal salt raw material at a temperature
equal to or more than the melting point of the alkali metal salt
raw material to dry the alkali metal salt raw material after the
first drying process. The glass pipe may contain chlorine and
fluorine as additives, an average concentration of each of the
chlorine and the fluorine may be 10 atomic ppm or more, and
a concentration of other additives may be 10 atomic ppm or
less. In the thermal diffusion process, the alkali metal may be
thermally diffused into an inner side of the glass pipe so that
the concentration of the alkali metal has a maximum value of
500 atomic ppm or more.

An optical fiber preform according to another aspect of the
present invention is made by the method of manufacturing an
optical fiber preform according to the previous aspect of the
present invention described above, and an average concentra-
tion of an OH group in a core portion is 0.002 mol-ppm or less.
An optical fiber according to yet another aspect of the present
invention is made by drawing the optical fiber preform
according to the previous aspect of the present invention
described above, and a transmission loss increase due to OH
group absorption in a wavelength range of 1.38 pum is 0.1
dB/km or less.

Advantageous Effects of Invention

According to the present invention, it is possible to manu-
facture an optical fiber preform suitable for drawing an opti-
cal fiber containing an alkali metal element and having low
transmission loss in a wavelength range of 1.38 um.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1 is a graph illustrating a result of performing thermal
desorption spectroscopy (TICS)under a nitrogen atmosphere
for potassium bromide (KBr) as an alkali metal salt raw
material.

FIG. 2 is a graph illustrating a relationship between a
temperature and an amount of desorbed water for potassium
bromide (KBr) as an alkali metal salt raw material.

FIG. 3 is a graph illustrating wavelength dependency of a
transmission loss of an optical fiber.

FIG. 4 is a graph illustrating a relationship between trans-
mission loss increase Ac,,, due to OH group absorption at a
wavelength of 1.38 um and a particle size of the alkali metal
salt raw material.

FIG. 5 is a diagram illustrating a thermal diffusion process
in a method of manufacturing an optical fiber preform.

DESCRIPTION OF EMBODIMENTS

Hereinafter, embodiments of the present invention will be
described in detail with reference to the accompanying draw-
ings. Further, the same elements are denoted with the same
reference signs in the description of the drawings, and
repeated description is omitted.

A method of manufacturing an optical fiber preform
according to the present embodiment includes a drying pro-
cess, a thermal diffusion process, a collapsing process, and a
cladding portion addition process. In the drying process, an
alkali metal salt raw material having an average particle size
of 1 mm or less and preferably 0.5 mm or less in diameter is
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heated and dried at a temperature equal to or more than 270°
C. and less than a melting point. In the thermal diffusion
process, a vapor of the alkali metal salt produced by heating
this alkali metal salt raw material is supplied together with a
carrier gas to the inside of a silica-based glass pipe from one
end side of the glass pipe, and the glass pipe is heated using a
heat source which relatively moves in a longitudinal direction
of the glass pipe to cause an oxidation reaction of an alkali
metal element and thermally diffuse the alkali metal into an
inner side of the glass pipe. In the collapsing process, the glass
pipe after the thermal diffusion process is collapsed to prepare
a core rod. Also, in the cladding portion addition process, a
cladding portion is added around the core rod prepared in the
collapsing process, thus manufacturing an optical fiber pre-
form.

Further, the average particle size of the alkali metal salt raw
material in the present embodiment was measured by acquir-
ing an image of the alkali metal salt raw material using an
optical microscope and obtaining a size of the particle of the
alkali metal salt raw material from the image through conver-
sion. Here, the number of particles of the measured alkali
metal salt raw material was several thousands, and a let an
average particle size be median (median value) of a diameter
distribution of the particle.

FIG. 1 is a graph showing a result of performing thermal
desorption spectroscopy (TDS) for potassium bromide (KBr)
as an alkali metal salt raw material under a nitrogen atmo-
sphere. KBr used in this case was crystalline, and a particle
size thereof was about 3 mm. There is a peak at which des-
orption of water is suddenly rapid around a temperature of
270° C., as illustrated in FIG. 1. When the alkali metal raw
material is heated from 270° C. to 600° C. for 10 minutes and
then maintained at 600° C., the desorption of the water is
reduced to substantially a background level after heating for
about 20 minutes. This shows that an amount of absorbed
water near a surface of a KBrsolid can be removed by starting
rapid desorption at about 270° C. and performing heating at
270° C. or more for 30 minutes.

FIG. 2 is a graph showing a relationship between a tem-
perature and an amount of desorbed water for potassium
bromide (KBr) as an alkali metal salt raw material. It is seen
that a desorption speed does not increase at a temperature of
270° C. or more, as illustrated in FIG. 2. Thus, it is preferable
to perform processing at a temperature of 270° C. or more to
dry the alkali metal salt raw material.

However, when the temperature increases from 600° C. to
a melting point of KBr of 734° C., the desorbed water
increases again. This is considered to be caused by desorption
of hydration water in a KBr crystal due to melting of KBr.
This desorption of the hydration water rarely decreases even
when KBr is heated at a high temperature for a long time,
unlike surface adsorbed water. Thus, it is difficult for the
alkali metal salt raw material having a large particle size to be
completely dried due to presence of internal hydration water.

In order to solve such a problem, the particle size of the
alkali metal salt raw material may be decreased and a surface
area per volume of the alkali metal salt raw material may be
increased. When a solid of the alkali metal salt raw material
has a spherical shape, a particle size D corresponds to a
diameter of the sphere, and thus a surface area per volume
becomes 6/D. Therefore, as the particle size D is smaller, the
surface area per volume increases, and the amount of
adsorbed water of the solid surface of the alkali metal salt raw
material becomes greater than that of the hydration water
contained inside the solid of the alkali metal salt raw material,
thereby facilitating drying.
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Next, a relationship between the particle size of the alkali
metal raw material and absorption loss due to an OH group
will be described using specific examples (examples) and
comparative examples of the method of manufacturing an
optical fiber preform according to the present embodiment.
FIG. 5 is a diagram illustrating a thermal diffusion process in
the method of manufacturing an optical fiber preform.

A used silica-based glass pipe 1 contained 100 atomic ppm
of'Cland 6,000 atomic ppm of fluorine, concentration of other
additives was a lower detection limit (about 1 ppm) or less, an
outer diameter was 32 mm, and an inner diameter was 15 mm.
A handling glass pipe 5 was connected to one end of this glass
pipe 1, a portion of this handling glass pipe 5 was used as a
raw material reservoir, and an alkali metal salt raw material 3
was set in the raw material reservoir. In this case, trial pro-
duction of a first comparative example in which an average
particle size of the alkali metal salt raw material KBr was
about 3 mm was performed. Further, trial production of a
second comparative example in which an average particle
size of the alkali metal salt raw material KBr was about 1.5
mm was performed. Further, trial production of a first
example in which the average particle size of the alkali metal
salt raw material KBr was about 1.0 mm was performed.
Further, trial production of a second example in which the
average particle size of the alkali metal salt raw material KBr
was about 0.5 mm was performed. Further, trial production of
athird example in which the average particle size of the alkali
metal salt raw material KBr was about 0.2 mm was per-
formed. Further, a portion of the glass pipe 1 may be used as
the raw material reservoir.

In the drying process, the alkali metal salt raw material 3 in
the raw material reservoir was dried by maintaining, for 30
minutes, a state in which the outside of the raw material
reservoir was heated to a temperature of 500° C. using an
external heat source (electric furnace) 2 while introducing
drying nitrogen (having a dew point of -76° C. or less) into
the raw material reservoir as a carrier gas at 3 SLM (3 L/min
when converted to the standard state).

After this drying process, a temperature of the raw material

reservoir was adjusted to be 860° C., and heating was per-
formed using an external heat source (oxyhydrogen burner) 4
so that a temperature of an outer surface of the glass pipe 1
become 2000° C. while introducing drying oxygen as a car-
rier gas into the raw material reservoir and the glass pipe 1 at
1 SLM. At this time, the oxyhydrogen burner was moved at a
speed of 30 mm/min and the heating traverse was performed
for 15 times to diffuse potassium into an inner surface of the
glass pipe. The glass pipe 1 containing the alkali metal ele-
ment diffused thereinto was heated using the oxyhydrogen
burner 4 to be shrunk to have the inner diameter of about 4
mm.
After the shrinkage process, vapor phase etching of the
inner surface of the glass pipe 1 was performed until the inner
surface became about 5 mm in diameter by heating the glass
pipe 1 to a temperature of 2000° C. using the oxyhydrogen
burner 4 while supplying SF, and Cl, from a gas supply unit
to the glass pipe 1.

After this etching process, the glass pipe 1 containing the
alkali metal element was heated to a temperature of about
1400° C. using the oxyhydrogen burner 4 to be collapsing
while performing exhaust so that the internal pressure of the
pipe became about 100 kPa in absolute pressure, manufac-
turing an alkali metal doped glass rod having an outer diam-
eter of about 25 mm.

After this collapsing process, the outside of the glass rod
was ground sufficiently until an OH group was removed
(specifically, until an outer diameter become about 70% or
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less compared to that after collapsing), to obtain a first core
rod. A second core having a diameter about 3 times the diam-
eter of the first core rod was provided on the outer side of the
first core rod. The second core rod included silica-based glass
containing 6,000 ppm on average of Cl and 1 ppm or less of
other additives.

The first core and the second core were combined into a
core portion, and silica-based glass added with fluorine,
which was a first cladding portion, was synthesized onto an
outer side of the core portion. A relative refractive index
difference of the first cladding portion to the second core was
about -0.33% for the first cladding portion having the mini-
mum refractive index. Further, onto an outer side of the first
cladding portion, silica-based glass added with fluorine,
whose relative index difference to the second core was about
-0.23%, was synthesized as a second cladding portion to
obtain an optical fiber preform. The optical fibers according
to the first and second comparative examples and the first to
third examples were manufactured by drawing this optical
fiber preform.

FIG. 4 is a graph showing a relationship between the trans-
mission loss increase A, (see FIG. 3) due to OH group
absorption at a wavelength of 1.38 pum in each optical fiber
and the particle size of the alkali metal salt raw material.
Specifically, in the optical fibers according to the first and
second comparative examples in which the average particle
sizes of the alkali metal salt were about 3 mm and about 1.5
mm, the transmission loss increases Ao, were 0.31 dB/km
and 0.27 dB/km, respectively. Further, in the optical fibers
according to the first to third examples in which the average
particle sizes of the alkali metal salt were about 1.0 mm, about
0.5 mm, and about 0.2 mm, the transmission loss increases
AaOH were 0.062 dB/km, 0.013 dB/km, and 0.014 dB/km,
respectively.

Itis seen from FIG. 4 that the absorption loss Aa,;, due to
the OH group is radically reduced to 0.1 dB/km or less when
the average particle size of the alkali metal salt raw material is
smaller than about 1 mm. Based on this, it is preferable for the
average particle size of the alkali metal salt raw material to be
about 1 mm or less.

When 1 mol-ppm of the OH group is present in the core
portion of the silica glass based optical fiber, the optical fiber
has an absorption loss Ac.,; of about 60 dB/km in a wave-
length range of 1.3 um. Therefore, when the absorption loss
Aci oz 15 0.1 dB/km or less, the average concentration of the
OH group in the core portion of the optical fiber preform is
0.002 mol-ppm or less. This OH group includes all OH groups
in the coreportion of the optical fiber preform, that is, an OH
group contaminated in a process of manufacturing an optical
fiber preform, such as a performing thermal diffusion of the
alkali metal element or collapsing the silica-based glass pipe
doped with the alkali metal element, or an OH group included
in the silica-based glass pipe itself used as a substrate, as well
as an OH group contaminated from the alkali metal salt raw
material.

Further, when the average particle size of the alkali metal
salt raw material is about 0.5 mm or less, the absorption loss
Aa,z; due to the OH group is greatly reduced to 0.05 dB/km
or less, and the average concentration in the core portion of
the optical fiber preform is greatly reduced to 0.001 mol-ppm
or less. Therefore, it is more preferable for the average par-
ticle size of the alkali metal salt raw material to be 0.5 mm or
less.

The optical fibers according to the first to third examples
have the following common characteristics, in addition to the
difference in the transmission loss increase Ac.;, due to the
OH group absorption at a wavelength of 1.38 um as illustrated
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in FIG. 4 due to a difference of the particle size of the raw
material KBr. A potassium concentration (an average value in
the core portion) was about 2 atomic ppm. The transmission
loss (at a wavelength of 1300 nm) was 0.285 to 0.300 dB/km,
and the transmission loss (at a wavelength of 1550 nm) was
0.1551t0 0.165 dB/km. Chromatic dispersion (at a wavelength
of 1550 nm) was +20.0 to +21.5 ps/nm/km, and a dispersion
slope (at a wavelength of 1550 nm) was +0.055 to +0.065
ps/nm/km. An effective area (at a wavelength of 1550 nm)
was 125 to 145 wm?, and a mode field diameter (at a wave-
length of 1550 nm) was 12 to 14 um. A fiber cut-off wave-
length (at a fiber length of 2 m) was 1400 to 1600 nm, and a
cable cut-off wavelength (at a fiber length of 22 m) was 1300
to 1500 nm. Polarization mode dispersion (in the C and L
bands) was 0.001 to 0.15 ps/Vkm, a non-linear refractive
index (at a wavelength of 1550 nm, in a random polarization
state) N2 was 2.1 to 2.2x1072° m*/W, and a non-linear coef-
ficient (at a wavelength of 1550 nm, in a random polarization
state) was 0.6 to 0.7 (W-km)~'. Thus, the optical fibers with a
low transmission loss were obtained.

Thus, when the optical fiber is manufactured using the
optical fiber preform including, as the core portion or a por-
tion of the core portion, silica-based glass rod doped with the
alkali metal by thermal diffusion of the alkali metal element
into the silica-based glass pipe, the absorption loss increase
Aa oz due to the OH group in the optical fiber can be reduced
to 0.1 dB/km or less and preferably 0.05 dB/km or less by
using an alkali metal salt having an average particle size of 1
mm or less in diameter as the raw material of the alkali metal
element. Further, in the drying process before the thermal
diffusion process, it is preferable for the alkali metal salt raw
material to be dried at a temperature equal to or more than
270° C. and less than the melting point of the alkali metal salt
raw material (preferably, 550° C. or less).

Here, hydration water included in the alkali metal salt raw
material is desorbed at its melting point, but it is considered
difficult to completely remove this hydration water using
drying at a temperature of the melting point or less, as can be
seen from the result of the thermal desorption spectroscopy,
as illustrated in FIG. 1. Therefore, it is considered more
preferable to dry the alkali metal salt raw material having a
particle size of 1 mm or less at a temperature equal to or more
than 270° C. and less than the melting point of the alkali metal
salt raw material (preferably, 550° C. or less) to desorb
absorbed water on the surface, which makes up most of the
water present in the alkali metal salt raw material, and then
dry the alkali metal salt raw material at a temperature equal to
or more than the melting point of the alkali metal salt raw
material to slightly desorb the hydration water in the raw
material.

Based on such knowledge, trial manufacture of a fourth
example was performed. In this trial manufacture, an average
particle size of the alkali metal salt raw material KBr was
about 1 mm. Further, this trial manufacture was performed
substantially similarly to the method described above, but a
drying process was different from that in the method
described above. In other words, in the drying process of this
trial manufacture, first, a first drying process in which the
alkali metal salt raw material 3 in the raw material reservoir
was dried by maintaining, for 30 minutes, a state in which the
outside of the raw material reservoir was heated to a tempera-
ture of 500° C. using an external heat source (electric furnace)
2 while introducing drying nitrogen (having a dew point of
-76° C. or less) of a carrier gas into the raw material reservoir
at 3 SLM (3 L/min when converted into the standard state)
was performed. Then, in the drying process of the trial manu-
facture, a second drying process in which drying nitrogen of
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was introduced into the raw material reservoir as a carrier gas
at 3 SLM in a state in which the alkali metal salt raw material
3 was melted by increasing a temperature of the external heat
source (electric furnace) 2 to 750° C. was performed for 5
minutes.

In other words, the drying process in the trial manufacture
of the fourth example includes the first drying process for
heating the alkali metal salt raw material 3 at a temperature
(e.g., 500° C.) less than the melting point of the alkali metal
salt raw material 3 to dry the alkali metal salt raw material 3,
and the second drying process for heating the alkali metal salt
raw material 3 at a temperature (e.g., 750° C.) equal to or
more than the melting point of the alkali metal salt raw mate-
rial 3 to dry the alkali metal salt raw material 3 after the first
drying process.

A transmission loss increase Ad., (see FIG. 3) due to the
OH group absorption at a wavelength of 1.38 um of the
optical fiber according to the fourth example obtained in this
way was very low at 0.011 dB/km. This is lower than 0.062
dB/km, which was the transmission loss increase A, 0f the
optical fiber according to the first example in which the aver-
age particle size of the alkali metal salt raw material was about
1.0 mm. Further, the transmission loss increase Act,;, of the
optical fiber according to the fourth example at other wave-
length was 0.286 dB/km at a wavelength of 1300 nm and
0.156 dB/km at a wavelength of 1550 nm. Thus, it is prefer-
able to perform the second drying process at a temperature
equal to or more than the melting point of the alkali metal salt
raw material after performing the first drying process at a
temperature equal to or more than 270° C. and less than the
melting point of the alkali metal salt raw material (preferably
550° C. or less) in the drying process.

The core portion of the optical fiber preform contains the
alkali metal element, Cl or fluorine, but it is preferable for a
concentration of another additional material such as a transi-
tion metal: Ge, Al, P or Fe, Ni, or Cuto be as low as 1 ppm or
less. Thus, the transmission loss of the optical fiber at a
wavelength of 1550 nm can be as low as 0.18 dB/km or less.
Further, in this case, it is preferable to make a refractive index
of'the cladding portion of the optical fiber preform lower than
an average refractive index of the core portion by using the
silica-based glass containing fluorine.

Further, the core portion of the optical fiber preform may
contain the alkali metal element at a concentration of 500
atomic ppm or more as a peak value. The transmission loss at
a wavelength of 1550 nm of the optical fiber manufactured
using this optical fiber preform can be reduced to 0.17 dB/km.

A structure and a characteristic of the optical fiber are, for
example, as follows. A transmission loss at a wavelength of
1550 nm of the optical fiber is preferably as low as 0.180
dB/km or less and more preferably 0.170 dB/km or less, or
may be 0.160 dB/km or less. An effective area of the optical
fiber may be about 70 to 160 um? at a wavelength of 1550 nm.
Chromatic dispersion at a wavelength of 1550 nm may be +15
to +22 ps/nm/km. A zero dispersion wavelength may be 1250
nm or more and 1350 nm or less. A dispersion slope may be
+0.05 to +0.07 ps/nm*/km at a wavelength of 1550 nm The
transmission loss at a wavelength of 1380 nm is preferably 0.8
dB/km or less, more preferably 0.4 dB/km or less, or most
preferably 0.3 dB/km or less.

The polarization mode dispersion in a wavelength range of
1550 nm may be 0.2 ps/Vkm or less. A cable cut-off wave-
length may be 1530 nm or less, may be more preferably 1450
nm or less that is a pump wavelength used for a Raman
amplification, or may be 1260 nm or less as in a standard
single mode fiber. A diameter of the core portion is about 5 to
15 um, and a relative refractive index difference of the core
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portion and the cladding portion ((refractive index of core
portion—refractive index of cladding portion)/refractive
index of core portion) is about 0.1 to 0.7%. A diameter of an
outer circumference of the glass portion of the optical fiber
may be about 110 to 150 pm, and a diameter of an outer
circumference of the optical fiber coated with a resin may be
about 200 to 300 um.

Such an optical fiber is preferably used, particularly, as a
light transmission path of an optical transmission system for
long-distance optical communication.

INDUSTRIAL APPLICABILITY

According to the present invention, it is possible to manu-
facture an optical fiber preform suitable for drawing the opti-
cal fiber containing the alkali metal element and having low
transmission loss in a wavelength range of 1.38 um.

REFERENCE SIGNS LIST

1...Glass pipe, 2 . .. Heat source, 3 . . . Alkali metal raw

material, 4 . . . External heat source, 5 . . . Handling glass

pipe

The invention claimed is:

1. A method of manufacturing an optical fiber preform, the

method comprising:

athermal diffusion process including supplying a vapor of
the alkali metal salt produced by heating the alkali metal
salt raw material having an average particle size of 1 mm
or less in diameter together with a carrier gas to the
inside of a silica-based glass pipe from one end side of
the glass pipe, and heating the glass pipe using a heat
source which relatively moves in a longitudinal direc-
tion of the glass pipe to cause an oxidation reaction of the
vapor of the alkali metal salt and thermally diffuse the
alkali metal into an inner side of the glass pipe;

a collapsing process of collapsing the glass pipe after the
thermal diffusion process to prepare a core rod; and

a cladding portion addition process of adding a cladding
portion around the core rod prepared in the collapsing
process.
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2. The method of manufacturing an optical fiber preform
according to claim 1, comprising a drying process of heating
the alkali metal salt raw material at a temperature of 270° C.
or more to dry the alkali metal salt raw material before the
thermal diffusion process.

3. The method of manufacturing an optical fiber preform
according to claim 2, wherein the alkali metal salt raw mate-
rial is heated at a temperature less than a melting point of the
alkali metal salt raw material to dry the alkali metal salt raw
material in the drying process.

4. The method of manufacturing an optical fiber preform
according to claim 2, wherein the drying process includes:

a first drying process of heating the alkali metal salt raw
material at a temperature less than a melting point of the
alkali metal salt raw material to dry the alkali metal salt
raw material; and

a second drying process of heating the alkali metal salt raw
material at a temperature equal to or more than the
melting point of the alkali metal salt raw material to dry
the alkali metal salt raw material after the first drying
process.

5. The method of manufacturing an optical fiber preform
according to claim 1, wherein the glass pipe contains chlorine
and fluorine, an average concentration of each of the chlorine
and the fluorine is 10 atomic ppm or more, and a concentra-
tion of other additives is 10 atomic ppm or less.

6. The method of manufacturing an optical fiber preform
according to claim 1, wherein the alkali metal is thermally
diffused into an inner side of the glass pipe so that the con-
centration of the alkali metal has a maximum value of 500
atomic ppm or more in the thermal diffusion process.

7. An optical fiber preform made by the method of manu-
facturing an optical fiber preform according to claim 1,
wherein an average concentration of an OH group in a core
portion is 0.002 mol-ppm or less.

8. An optical fiber made by drawing the optical fiber pre-
form according to claim 7, wherein a transmission loss
increase due to OH group absorption in a wavelength range of
1.38 um is 0.1 dB/km or less.
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